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WWW.TARGETSTEEL.NET 

Hardness Testing 

Scales: 

B, F, T-45, T-30, T-15, C Scales 

[ 

A2LA Accredited 

YTE Physicals 

Flat Metal 

ASTM / JIS /DIN/ Sub-Size 

Plastic Strain Ration (r-val) 

Work Hardening Exponent (n-val) 

COATING TESTING 

Zinc Testing (Hot Dipped Galvanized, Galvanneal, ElectroGalvanized)

Aluminized Testing 

SURFACE ROUGHNESS

I 

(734) 789-9700 

Chemistry Testing 

(Carbon/ Low Alloy Steel) 

C, Mn, P, S, Si, Ti, Cr, Mo, Cu, Al, 

Nb, Ni, V 

$90

$120

Flat Sheet Steel Sample $75

e-
Questions? 

John Savine: (734) 789-9643 

PICKUP SERVICE7 

CERTIFICATE NO. 4279.01 

,,. 
email inquiries to: 

samples@targetsteel.net 

jsavine@targetsteel.net 

Stamped or Formed Part $100

Local Sample Pickup (within 25 miles of Flat Rock, Michigan) $50

$50 $75 $95

Bend Testing $90




